ORDNANCE CLOTHING FACTORY
AVADI, CHENNAI-600054

SPECIFICATION

Item: INTERLINING FABRIC 100%POLY MICRODOT BLACK 35 GSM 147CM
WIDE

APPENDIX ‘E
MICRO DOT BLACK INTERLINING IN CAP FS
S| Parameters | Specified | TestMethods

1. [Materal 1400 % Polyester | 15 6671981
| (Reaffirmed 2008)

2, Tidassi So.Mirlg CEsnTT s
Threads/dm IS: 1963
Warp 37215 =
o eft 208:5

4._ | Bursting Strength koffom” (Min) 135 |IS.19%66

5. | Color Fastness to Washing IS/1SO 105-C10:

a) Change in Color 4 or better 2006 Test No. C(3) RA -
|b)Stamingon Cotton __ [dorbetter 2017
6. | Color Fastness to Perspiration
(Both Acidic & Alkaline)

a) Change in Color 4 or better IS/150 105-E04: 2008
b) Staining on Cotton - 4 or better

| 7. IColorFastnesstoLight = [Sorbefter |iSASO 105-B02- 2014




